
April 3-5, 2017    Dubai, UAE

Page 22

Nanotech-2017
April 3-5, 2017

Madridge J Nanotechnol Nanosci. 2017
MJNN an open access journal

Conference Proceedings

2nd International
Nanotechnology Conference & Expo 

Electric field-induced pillar patterns on PMMA thin film
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Self-assembly of polymer nano and microstructure has demonstrated the potential of constructing periodical structure on the 
surface of polymer film. The surface instability of polymer films through the interaction between molecules and surround 

medium such as electric field and thermal gradient is the driving force to form surface pattern. Considered the potential applications 
of surface structures on PMMA substrates in the patterning of metal films for plasmonics and flexible electronics. We investigated 
the temporal evolution of pillars formed on PMMA films between two parallel plates under the action of an electric field. A simple 
model was developed to analyze the growth of a liquid pillar under the action of an electric field between two parallel electrodes. A 
quadratic relationship between time and the diameter of the pillar was obtained. The diameter of the pillar increases with time. Large 
electric field assists the growth of the liquid pillar, while a liquid with a large viscosity hinders the growth of the liquid pillar. The 
field-induced formation and growth of PMMA pillars on PMMA films were observed using the configuration of a parallel capacitor. 
Pillars of larger sizes and smaller densities were formed on thicker PMMA films than on thinner PMMA films. The root mean square 
diameter of the pillars increases with the increase of the annealing time and annealing temperature. The growth behavior of the 
pillars can be described by an Arrhenius relation with an activation energy of 24.4 kJ/mol, suggesting that the growth of the pillars 
is controlled by a thermal activation process.
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